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FILE NAME

A Hlincis Department , of 2
) i menbaaion”  SOIL BORING LOG
R Bt s Group Date __1/10/09
] IL Route 13 over BNSF Railroad near Marathon
ROUTE 331 DESCRIPTION Drive LOGGED BY __KEG
SECTION LOCATION _Marion, SECS. 10SW & 15NW, TWP, 98, RNG. 2E
COUNTY ___ Williamson DRILLING METHOD _CME B5LC wHSA HAMMER TYPE Automatic
STRUCT. NO, DB | UM lsyface Water Elev, #& |(P|BIUIM
Station By L1 C | O | stream Bed Elev. # [E|LIC}O
" pPlo|si|i. plols |t
BORING NO. 5811 TLw S | Groundwater Elev.: T|w 8
Station 748+ Hi 8 | @} T | FirstEncounter 4328 oY (H] S Qi T
Offsot 55.601t Rt . Upon Gompletion - ft
Ground Surface Elav. 44628t |{f)| (6") | (tsf) | (%) | After - Hrs. - ft |08 | (tsh) | (%)
[GRASS, TOPSOIL, & GRUSHED CLAY: Gray and brown, trace to
ROCK - 12 Inchas N 44528 | some sand R -
_—_:_‘—..——-_..4.—_........__—__..! 7 e
FAl:é.). Brown, sty clay — f 5| 2 Trage to some sand o] g 14| 2
—alp —a|sB
L - 44328 —
FILL: "Erown and dark brown, ciay,
trace sand, coal, shale fragments 1 ]
(A7) T4 Tl T2 1l
5 4 B o5 3 B
- — 440.78 "
SILTY CLAY: Grayish brown,
frace to some sand 13 Bacomes brown, some sand, ]
{A6) 71 [ 02| 31 |nogravel 11 {00 18
11|88 T1siB
» e ABB.28 —
CLAY: Brown
(A7) T Trace gravel 4
Sholy be - 49 Inchos _ 20| 28 “j § 27| 17
recovery. solidation tes .
performed on sample with resulis -~ %3—%—8 8
shown o?’ﬁhe Consolidafion Test {5_3@3‘ Hard _drili!_r_!g st 31 feet, o _atem o
TSILTY GLAY: Graylsh brown and _|WH CLAVEY SHALE: Tray o
brown o 2 106} 24
(A-6) 3|8 ]
o e e e s e e e 43328 . | —
SILTY CLAY: Graylsh Brownand
bAr?Tm. trace sand - 1 45
(A7) T 2 o8| 2t 50/ - ) 16
5 3B 50/2° j
- - 30.78,
CLAY: Gray and brown, frace lo 4
some sand ] U
e ImEREEIET .
2|8 —
Becomes brown and gray, 11 B0/3"] - 7
irace sand 2 [ 141 27 TTA5008Y
R o

§ Bivision of
Kavkaskiz: B%h:*m Group

ROUTE 331

IHinois Department
of Transportation

DESCRIPTION

SOIL BORING LOG

IL Route 13 over BNSF Rallroad near Marathon
Drive

Page 2 of

Date _11/10/09

LOGGED BY ___KEG

The Unconfined Compressive Sirength (UCS) Failure Mode is indicated by (8-Bulge, $-Shear, P-Penetrometer)
The SPT (N value) Is the sum of the tast two blow values In sach sampling zone (AASHTO T208}

@ CMT

CRAWFORD MURPHY & TILLY, INC.
CONSULTING ENGINEERS
SPRINGFIELD, . 88 AURORA, Il B ST. LOUIS, MO

BBS, from 137 {Rev. 8-99)

SECTION LOCATION _Marion, SECS. 108! 16NW, TWP, 38, RNG. 2E
COUNTY W!] 3mson DRILLING METHOD - CME §5LC wiHSA HAMMER TYPE Automatic
STRUCT, NO, DI B | UM Hsurace Water Elev. #t
Station E) L ¢ o Stream Bed Elav. ft
] — {plo|s |1 —
BORING NO. $B-11 T W S | Groundwater Elov.:
Station ______ 748+300 | H| 8 Q| T W FistEncounter 4328 #Y
Offset N 55,601t Rt Upon Completion - R
Ground Surface Elev.__ 44828 ft |(f)[ (6"} | (tsf) | (%) | Aster - Hrs, .
CLAYEY SHALE: Gray 408.78 !
{vontinued) —jo00y -
No recovery -
48]
P |
50|
55|
-60)

The Unconfined Compressive Strength (UCS) Faliure Mode is indlcated by (B-Bulge, S-Shear, P-Penestrometer}
The SPT (N value) is the sum of the last two blow values In sach sampling zone (AASHTO T206)

BES, from 137 (Rev. 8-29)

ILLINOIS DEPARTMENT OF TRANSPORFATION

Bridge Foundation

District Nine Materdals Boxing Log
Illinois Route 13 Over the Burlington Worthern Santa Fe Reilroad gheet 1 of 2
ubes: d M.5.5. Structure Date: 12/15/2003

Rewte: T1linods 13

Baction
County: Williamson

Ioastion: Illinois Route 13

Boged By: Bryan Keller
Chacked By: Rob Grasff

. 5 B furf Wat Blev: D B
Bozing Ne - el ¢ {lGround Water Blevation el L
station 746+63 |l o when Deilling __ 87.8 Pl o
offsst 19' LT CL WBL T W Qu at Completion 6.8 T W o Qu
Ground Surface 90.87t| H 5 tsF | W% |l g, néé: H 8 f | W%
Bituminous Shoulder e HSHHF, molst, brown, Slity Glay —] 3 1.88 17
— Af 4
983 )
72.8
Vary sifif, moist, brown, Siity 1 Siitf, molst, brown, Silly 1
Clay A-8 173 ass 3 [[Clay Loam A6 R N TT 13
5 8
953 J
Very siiff, moiat, brown mottied 5 2 : 300 -4
gray, Bilty Clay A-8 — 4 31B 20 —— 3 148 17
4 ]
we . 88
SUH, very molst, grey motied 1 [Very siif, molat to vary molst, 1
brown, Clay to Sllly Clay A7-6 4 148 2B {tbrown, Silly Clay A6 with 8. 218 17
4 some Pea Gravel : 4 ]
903 : 85.3
SHF, moist, brown, Slity 100 .1 ) dry, dark grey, Clay 8 84.8
Clay A8 1 3 17m 23 “ ) ]
4 Bottom of hole = 35.0 f1.
- |Free water abserved ot 12,0 ft. i
7 .
3 178 22 uﬁiavation refarenced 1o Cl. of —
3 B.5.F. RR and Rt 13 ; Assumed )
Elevation = 100.0 fl.
. 853 —
Wery stiff, vary molst, brown, Siity 160 1 To convert "N valus fo "N80* _,__ﬂg?
Clay A7-8 1 4 278 25 Hvalues multiply by 1.28, o
4 ettt s}
[ S -
Wedium, moist, brown, Silty WH —
Clay A7-6 1 0.6B 2
1
) 803 L
Sitff, molst, brown, Siity 208 1 45,0
Clay A8 with some Gravel — 8 168 7 ]
3
8 ]
ary stiff, vary moist, brown, 1 —
Silly Clay A6 S B 218 24
. 4 _—
753 ]
269 1 50.0}

H-gtd Pentr Teabti 2° Ob Samplaz,140# Hemmey, 30" Fall {(Yype Fail.

B-Bulge S~ghear E~Estimated PePenatzometar)
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USER NAME_ - Gary Davis DESIGNED - MCC REVISED BORING LOGS HI i SECTION county | s .
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