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fnd, of Boring  terline elevation of 100,00 and station of 10-+00 is used when {his information is not avalable.

The Unconfined

ive Strength (UCS) Failure Mode is indicated by (B-Bulge, S-Shear, P-Penetrometer)

The SPT (N Value) is the sum of the last two blow values in each sampling zone (AASHTO T206)

BBS, from 137 (Rev. 8-99)

9232010 7:39:48 AM  B:\SOILS\BORING LOGS\VERMILION CNTY\MAST ARMS I 74GPJ

{ Illinois Department

Page 1 of 1
of Transportation SOIL BORING LOG
Thon of Highwan : : . Date 91010
ROUTE FAL T4 DESCRIPTION Mgt Arm_on 1-T4EB West of Bowman Ave, _ LOGGED BY CNA
SECTION Siem Structure _ LOCATION  _NW,SEC, 16, TWP. 19N, NG, IIW, 2nd PM__GPS;
COUNTY Vermilion DRILLING METHOD Hollow Stem Auger HAMMER TYPE Automatic
‘ : 5C 092 1074 ~
STRUCT. NO. “R2I565 D B | U | M |l Surface Water Blev. & Dl B | U | M
Station 1996+40 EV L€l Ol Sheam Bed Eev g |Ep L CH0O
Pl o} s |1 pl o] s |1
BORING NO, 3 Cantilever T, w S I Groundwater Elev.: Ty w -8
Station 1996.+40 Hi 8 | @ | T Pt Encounter & Hl 8 Q| T
Offiet 9601 Rt, of EBCL Upon Completion Dy
Ground Surface Hlev, b6 & [ @] @] 00| B || e Hs, 8 ®| ®) | | @
“Rephalt Shoulder | Brown to Gray Sandy Clay Loam
— (Embankment) (continued) -
GrayBrown Sandy Clay Loam
with Gravel (Embenkment) ] ]
o4 1 ua
Tt ] Pl 9
546 5 © o U4
Brown Sand Loam to Loam
(Embankment) - =
- —
7 10 ]
— 0 ]
17 !
e 7 T )
o B 56 x| 16
Tind of Boring
— —_
(Trace of Free Water) 3 3 ]
7
-, -
7
| (No Semple Obtsined) i |
a6l | ]
Brown to Gray Sandy Clay Loam
Ebankeznt) 1 —
TR ]
. BmERE
— -
i} 35 9
w 5| s "

An assumed centerline elevation of 100.00 and station of 10400 is used when this information is not available.
The Unconfined Compressive Strength (UCS) Failure Mode is indicated by (B-Bulge, S-Shear, P-Penetrometer)
The SPT (N Value) is the sum of the last two blow values in each sampling zone (AASHTO T206)
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