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Ilinois Department oL
of Transportation SOIL BORING LOG
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ROUTE FAP 749 (I 183) DESCRIPTION Box Culvert 3.9 Miles West of Paris on IL, 133 LOGGED BY CNA
14RS-2,122R5-3 & (123NES,
SECTION WBR LOCATION ~_SW,BEC. 33, TWP. 18N, RNG. 19, 5rd PM
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An assumed centerline elevation of 100.00 and station of 10+00 is used when this information is not available.
The Unconfined Compressive Strength (UCS) Failuro Mode is indicated by (B-Bulgs, S-Shear, P-Penetromster)
The SPT (N Value) is the sum of the last two blow values in each sampling zone (AASHTO T208)
BES, from 137 (Rev. 8-99)
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Fpt-and Date 2805
ROUTE FAP 749 (IL 133) DESCRIPTION Box Culvert 2.9 Miles West of Paris on IL 133 LOGGED BY oNA
1RS-2,122R8-3 & (123NRS,
SECTION 1WBR LOCATION _SW, SEC. 33, TWP. 13N, RNG. 12W, 3rd PM
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An assumed centerline elevation of 100.00 and station of 10+00 is used when this information is not availahle.

The Unconfined Compressive Strength (UCS) Failure Mode is indicated by (B-Bulge, S-Shear, P-Penetrometer)
The SPT (N Value) is the sum of the last two blow values in each sampling zons (AASHTO T206)
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