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GSI JOB No. 10098 GSI JOB No. 10098
ROUTE _F.AL RTE. 55 DESCRIPTION _ Central Avenue Over Interstate 55 Ramp_ Reconstruction ROUTE _F.AL RTE. 55 DESCRIPTION _ Central Avenue Over Interstate 55 Ramp Reconstruction
SECTION _9(H,HB & SB)R-1 LOCATION _SEC.4 & 5, TWP.38 N., RNG. 13 E., 3rd P.M,, Stickney Township SECTION _9(H,HB & SB)R-1 LOCATION _SEC.4 & b5, TWP.38 N., RNG. 13 E, 3rd P.M., Stickney Township
COUNTY _ Cook DRILLING METHOD_Hollow Stem _AugerRotary HAMMER TYPE _CME Automatic COUNTY _Cook DRILLING METHOD_Hollow Stem AugerRotary HAMMER TYPE _CME Automatic
STRUCT. NO. _016-1304 bl B vl M Surface Water Elev. wa ols M STRUCT.NO. _016-1304 ols _ Surface Water Elev. na B vl u
. U . D
Station _195+01 to 197+40 E| L c o Stream Bed Elev. a E| L c o Station _195+01 to 197440 ElL c o Stream Bed Elev. na E| L ¢ o
BORING NO. RW—O5 ¥ % 8 SI Groundwater Elevation: g V?V 8 SI BORING NO. RW—O5 g ‘(I)V 5 SI Groundwater Elevation: g ‘(I)V s SI
Station 197+26 H|S|Q|m™T First Encounter na A 4 H|S| Q| T Station 197+26 H|S| Q| T First Encounter na v H|S| Q| T
Offset, 38.5° Left Upon Completion h v Offset 38.5" Left Upon Completion wa A\v4
Ground Surface Elev. 598.8 ft) |67 | GsD | (%) |  After Hrs. < ft) ™ | (tsh) | (%) Ground Surface Elev. 598.8 ) 8" | (tsDh | (%)| After Hrs. 4 €t) (8" | (tsD | (%)
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The Unconfined Compressive Strength (UCS) Failure Mode is indicated by (B-Bulge, S-Shear, P-Penetrometer) ST-Shelby Tube Sample

VS=Vane Shear Test

The SPT (N value) is the sum of the last two blow values in each sampling zone (AASHTO T206) The Unit Dry Weight (pef) is noted in italics above moist (%)

NR-No Recovery

The Unconfined Compressive Strength (UCS) Failure Mode is indicated by (B-Bulge, S-Shear, P-Penetrometer) ST-Shelby Tube Sample VS=Vane Shear Test
The SPT (N value) is the sum of the last two blow values in each sampling zone (AASHTO T206) The Unit Dry Weight (pef) is noted in italics above moist (%)

NR-No Recovery

BORING LOGS 3
STRUCTURE NO. 016-1304
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p:\B1345\structur\C2 Central Ave. 816-B724\155r1br3.dgn
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