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Geo S \ Inc. ROCK CORE LOG DATE _10/6-7/2010
Ceotechnical, EfvirgnmentolX@ Qivil Engineering
805 ﬁ.vr‘ri_rgh»éﬁ)l\i"rt Sgite 204 LOGGED BY _DR
Napery' Ic,‘.Hr‘ pi £0565
(BRGNP GSI JOB No. _09172
ROUTE _FAP 349 (US 30) DESCRIPTION _US 30 from west of IL 31 to east of Burlington Northern Railroad
SECTION _(10 & 11 VB) R—3 LOCATION _Section 32, T. 38 N., R. 8 E., Aurora Township, 3rd P.M.
COUNTY _Kane CORING METHOD _Rotary Wash
D C|R R |C S
STRUCT. NO. _SN_045-0039 CORING BARREL TYPE & SIZE _NX Double Swivel—10 ft| E (o] E . |10 T
Station _12171+21.00 Core Diameter _2.0 in ? E 8 Q ET E
Top of Rock Elev. 596.0 .
BORING NO. SB_18 p_ - H vV |D Il N
. Begin Core Elev. 593.5 R E ml ¢
Station: 1272+81 U
R El T
Offset:  26.5° Left N |y (min H
Ground Surface Elev. 6471.5 (ft) (#) (%) (%) /ft) (tsf)
RUN 1 (—48.0' to —58.0") 5935 | 1 lo7.5| 5.7 |n/a|ssr@
Silurian System, Niagaran Series Dolomite -49.9
Light gray mottled gray with horizontal to wavy bedding. Soft & argillaceous with clay -
partings from —48.4’ to —48.8" & —57.8" to —58.0". —
—53
Color pictures of the cores _Yes Cores will be stored for exomination for _XX
The "Strength” column represents the unioxial compressive strength of the core sample (ASTM D—2938)
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