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Designer Note:  Insert into all contracts with cast-in-place concrete.  Also, Check Sheet #31 of 
the Recurring Special Provisions should be checked. 
 
 
QUALITY CONTROL/QUALITY ASSURANCE OF CONCRETE MIXTURES (BDE) 

 
Effective:  January 1, 2012 
Revised:  January 1, 2014 
 
Revise Note 7/ of Schedule B of Recurring Special Provision Check Sheet #31 of the Standard 
Specifications to read: 

 
7/ The test of record for strength shall be the day indicated in Article 1020.04.  For cement 

aggregate mixture II, a strength requirement is not specified and testing is not required.  
Additional strength testing to determine early falsework and form removal, early 
pavement or bridge opening to traffic, or to monitor strengths is at the discretion of the 
Contractor.  Strength shall be defined as the average of two 6 x 12 in. (150 x 300 mm) 
cylinder breaks, three 4 x 8 in. (100 x 200 mm) cylinder breaks, or two beam breaks for 
field tests.  Per Illinois Modified AASHTO T 23, cylinders shall be 6 x 12 in. (150 x 
300 mm) when the nominal maximum size of the coarse aggregate exceeds 1 in. 
(25 mm). 
 

 
 


