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Designer Note:  Include in all contracts with cast in place concrete items. 
 
 
PCC AUTOMATIC BATCHING EQUIPMENT 
 
Effective April 23, 2010 Revised November 8, 2013 
 
Portland cement concrete provided shall be produced from batch plants that conform to the 
requirements of Article 1103.03 (a) and (b) of the Standard Specifications for Road and Bridge 
Construction.  Semi-automatic batching will not be allowed. 
 
In addition, the batching plant shall be a computerized plant interfaced with a printer and shall 
print actual batch weights, added water, tempering water, mixing time, and amount of each 
additive per batch.  At the discretion of the Engineer, archived electronic versions of batch 
proportions will be acceptable.  Truck delivery tickets will still be required as per  
Article 1020.11 (a)(7) of the Standard Specifications. 
 
 


