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Designer Note:  The final finish on all P.C. Concrete pavement should be Type A unless Type B 
is specified. 
 
The plans, Special Provisions, or General Notes should specify a Type B final finish for urban 
roads and streets, designed for speeds less than 40 MPH (65 km/h), which do not have unusual 
traffic maneuvering requirements, steep grades or sharp curves.  The Type B final finish shall 
be obtained in accordance with Article 420.09(e)(2) of the Standard Specifications.  Discuss 
usage with your Project Engineer. 
 
 
FINAL FINISH ON P.C. CONCRETE PAVEMENT, TYPE B 
 
A Type “B” final finish, obtained in accordance with Article 420.09(e)(2) of the Standard 
Specifications, shall be provided for the Portland Cement Concrete Pavement. 
 
 


