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SECTION o LOCATION _NE ¥4, SEC. 17, TWP. 23N, RNG. ZE, 3rd PM SECTION Ul LOCATION _NE_ 14, SEC. 17, TWP. 23N, NG, 2E, 3rd PM
COUNTY MCLEAN DRILLING METHOD Hollow _Stom _Auger HAMMER TYPE AUTOMATIC COUNTY MCLEAN DRILLING METHOD Hollow Stem _Auger HAMMER TYPE AUTOMATIC
STRUCT. NO. DI B | U | M lguiace Water Elev. m |P|B|U M STRUCT. NO. . |P| B | U M ligutace Weter Elev. m |DP uim
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PloOo|s |1 plofs |1 plo|s || Pl O] 8§
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Station 601409 Hi 8 |Qu| T FirstEncounter ___ m HI S Qu| T Station = 624+09 HI S Q| T FirstEncounter = m HI§ Q| T
Offset 3.35m LT _CL PROP. nso Upon Completion 2439 mY {nso Offsat 3.05m LY CL PROP. so Upon Completion NONE m 150
Ground Surface Elev.__ 247.00 _ m |(m}mm) (kPe)| (%) | After ____Hrs. ________m |im)|mm} {kPa}| (%) Ground Surface Elov. 24837 _ m |(m}jmm) {kPa)| (%) || Atter ___Hrs, ________ _m |im)|mm)|{kPa} (%)
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! i {UCS) Fallure Mode Is indicated by (B-Bulge, S-Shear, P-Penstromoter) {UCS) Failure Mode Is Indicated by (B-Buige, S-Shear, P—-Pemtrommr)
The SPT (N vtlluol is the sum of the last two hlow values In each sampling zone (AASHTO T208) Tha SPT (N valu.)h the sum of the last two blow values in esch sampling zone {AASHTO
8BS, rom 137 (Hsv. 8-89) ifom 137 {Rev. 8-99)
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