+0.5(0.02)
o

Area cut by
tooth

350(14) R min.

57(2.3)
+0.5(0.02)

100(4)

43(1.7)
+0.5(0.2} |

Direction
parallel to
centerline

£20°

A —

~a—

Area planed

/— by moldboard

Existing bituminous
surfacing left
after cold milling

SECTION A-A

PLAN

ROUTE SECTION COUNTY SHEET

B | MKD. FAP | D-4_SHLDR. TOTAL | NO,

REPAIR
us 34 313 2007 KNOX 10 10

D-94-120-06
CONTRACT NO. 68651

Cutting with carbide teeth mounted on a
rotating drum, and planing with a moldboard

General notes:
O 1. Coldmilling shall consist of two processes:
L. mounted immediately behind the cuftting drum.

>

2. Ofher similar patterns will be acceptable if
they consist of a smooth, flat, planed surface
interspersed with a pattern of discontinuous
longitudinal striations.

Area between tooth
marks planed by
moldboard

15(%) T0 200%a) :
Area ploned by moldboard

3
ilO(A;)\ > l Area cut by tooth

V4

0.5 (0.02)

\ Existing bituminous
surfacing left aoffer

cold milling
SECTION B-B PROJECTED
PERPENDICULAR TO CENTERLINE

Al dimensions ore in milimeters

(inches) unless otherwise noted.
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