
106103 1061.03 
 
Designer Note:  This special provision should be inserted into contracts using the pay item 
WATERPROOFING MEMBRANE SYSTEM. 
 
 
WATERPROOFING MEMBRANE SYSTEM (BDE) 
 
Effective:  August 1, 2024 
 
Revise Article 1061.03 of the Standard Specifications to read: 
 

"1061.03 Coal Tar Pitch Emulsion.  The coal tar pitch emulsion shall be compounded of 
heavy closed ring hydrocarbons dispersed in water by means of a combination of irreversible 
colloidal clays meeting ASTM D 5727.  The Contractor shall submit a manufacturer’s certification 
stating it meets these requirements." 
 
 


